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Water-Induced Effects on CO Adsorption on Ru(OOl)l 

In this paper we report briefly on CO 
desorption spectra from perturbed Ru(001) 
which closely resemble spectra from sup- 
ported Ru catalysts (1). In particular, we 
find a high-temperature desorption state, 
induced by the preadsorption of water and 
thought to derive from a dissociated form of 
chemisorbed CO. We speculate that small 
amounts of water may play a role in metha- 
nation (2, 3) by assisting CO bond cleav- 
age. 

The procedures and systems used in 
the experiments have been described in 
more detail elsewhere (4, 5). Briefly, two dif- 
ferent UHV chambers and two different 
Ru(OO1) crystals were used with consistent 
results. Chamber I, equipped with a cylin- 
drical mirror analyzer and quadrupole mass 
spectrometer, was used for AES, UPS, 
and TDS measurements and had a base 
pressure of 1 x lo-lo Ton-. Chamber II, 
equipped with a quadrupole mass spec- 
trometer, was designed for steady-state and 
transient kinetic measurements. During 
these experiments its base pressure was 
8 x lo-lo Torr and mainly Hz, H,O, and 
CO. Crystals were cleaned by high-temper- 
ature exposure to oxygen or Ar+ bombard- 
ment. After annealing, independent experi- 
ments (6) showed a sharp 1 x 1 LEED 
pattern. The surfaces were judged to be 
clean by AES and/or the CO desorption 
peak shape and amplitude. Water expo- 
sures were done either by backfilling or 
through a doser (5). Carbon monoxide was 
dosed by backfilling. 

While the literature involving CO/ 
Ru(OO1) is extensive (4, 6-18), that for 
H,O/Ru(OOl) is sparse (19-22). ESDIAD 
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(19, 20), LEED (21), TDS (19), EELS 
(21), and ir (22) measurements all indicate 
that water adsorbs molecularly at T = 
100 K, that ordering phenomena occur, and 
that water clustering (i.e., hydrogen bond- 
ing) becomes important even at very low 
coverages. More important for the work 
reported here, the TDS work (19) indicates 
that some dissociation occurs as the sub- 
strate is heated to room temperature leav- 
ing chemisorbed oxygen and releasing hy- 
drogen. Our own studies show that 
dissociative adsorption of water occurs 
upon exposure at T = 320 K. In this 
process Hz is released and chemisorbed ox- 
ygen atoms are retained (24). 

Interesting changes in CO desorption 
spectra were observed when a Ru(OO1) sur- 
face was exposed to water at 500 K and 
then to CO at either 100 or 320 K. Figure 1 
shows three spectra taken in chamber I. 
Spectrum (A) is the desorption after a satu- 
ration dose of CO (10 L) on a clean, 320 K 
Ru(001) surface. The shape and amplitude 
are fully consistent with earlier work 
(7, 28). Spectrum (B) is desorption of a 
10-L CO dose at 320 K from a surface pre- 
dosed with 5 L of H,O at 500 K. Spectrum 
(C) is TDS of a 10-L CO dose at 320 Kjust 
after (B). The leading edge of (B) follows 
that of (A) but the CO desorption peak at 
465 K shifts down by 30 K. Both major 
peaks have significantly lower amplitudes. 
Of more importance, a new low-intensity 
CO desorption peak appears at 560 K. In 
both (A) and (B) the crystal was flashed to 
850 K during CO desorption and when (B) 
was followed by cooling to 320 K, read- 
sorption of CO, and reflashing, curve (C), 
the 560 K peak, was absent, but the struc- 
ture at lower temperatures was almost the 
same as in (B). Similar results were ob- 
tained when CO was dosed at 100 K. 
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FIG. 1. CO desorption from Ru(OO1). Heating rate = 
13 K s-l. (A) Following 10-L CO exposure at 320 K on 
clean Ru(OO1); (B) following 10-L CO exposure at 
320 K on Ru(OO1) predosed with 5 L H,O at 500 K, (C) 
10 L CO following (B). 

The water exposure temperature is im- 
portant. Dosing both H,O and CO at 320 K 
gave a CO desorption spectrum with peaks 
at 405 and 460 K (5 to 10 K shift from (A) of 
Fig. 1) and some intensity, suggesting the 
beginning of a new feature, in the region 
around 600 K but no resolvable peak as in 
(B) of Fig. 1. 

During the TDS experiments of Fig. 1, no 
detectable amounts of Hz, HzO, and CO, 
were evolved from the substrate. AES mea- 
surements following H,O adsorption at 
500 K(i.e., at the start of(B) in Fig. 1) show 
that 0.13 ML (monolayer) of oxygen was 
present. Coverages are based on the num- 
ber of Ru atoms exposed and are calibrated 
assuming the 2 x 2 LEED structure ob- 
served for our oxygen-saturated surface (6) 
is 0.5 ML. After flashing, this amount was 
reduced to about 0.1 ML (start of(C) in Fig. 
1). Since neither H,O nor CO* was evolved 
during flashing, the loss of surface oxygen 
is attributed to penetration beneath the sur- 
face (12). This data suggest that some form 
of chemisorbed oxygen induces the forma- 
tion of the high-temperature state of CO. 

LEED data show a full set of weak half- 
order beams after a 5-L exposure to H,O 
at 500 K. No half-order beams were ob- 
served upon exposure to H,O at 320 K. 
These results suggest that disordered oxy- 
gen overlayers with some (2 x 2) character 
are formed at these temperatures. 

In separate experiments spanning a much 
broader range of oxygen coverages, O2 was 
used as a source of surface oxygen atoms. 
Over the oxygen coverage range 0 to 0.5 
ML, no high-temperature state was ever 
observed in subsequent CO desorption. 
However, the two CO desorption peaks 
(415 and 465 K) were altered in the same 
way as spectra (B) and (C) of Fig. 1. These 
results have been discussed earlier (4). Fig- 
ure 2 shows, for TDS in chamber II, two 
CO desorption spectra: (A) is for a clean 
surface and (B) is for a surface covered 
with about 0.1 ML of oxygen. There is no 
hint of a high-temperature CO state in (B). 
Similar results were obtained for various 0, 

O- 

A 

B 

e 600 

Temperature/K 

FIG. 2. CO desorption from Ru(OO1). Heating rate = 
28 K 0. (A) Following 15-L CO exposure at 320 K on 
clean Ru(OO1); (B) following 15-L CO exposure at 
320 K on a Ru(001) surface predosed in O2 (0.1 ML). 



exposure temperatures between 320 and 
500 K. 

Attempts to detect the high-temperature 
CO state using He11 UPS were unsuccess- 
ful because of the small amount of this spe- 
cies present and our inability to fully de- 
populate the 435 K state of Fig. 1. After 
exposure to 5 L Hz0 at 500 K, 10 L CO at 
320 K, and warming to ~480 K to remove 
most of the CO, the UPS spectra were in- 
terpretable as a superposition of chemi- 
sorbed oxygen atoms (23) and molecular 
CO (23). 

The high-temperature CO desorption was 
also produced in a steady background of 
H20. Figure 3 shows TDS data taken in 
chamber II with a background of 1 x 1Om8 
Torr of H,O. If the substrate is heated to 
1600 K to desorb oxygen, cooled to 320 K 
(water constantly present), and exposed to 
15 L of CO, the flash (A) to 650 K shows the 
high-temperature state. Immediate cooling 
and reexposure to 15 L of CO gives no high- 
temperature state, curve (B), even though 
1 x lo-* Torr of water is present (exposure 
to Hz0 = 3 L, but mainly at low I’). 

Exposure to 5 L Hz0 at 500 K in chamber 
I followed by flashing, without CO expo- 
sure, gives no detectable high-temperature 
CO desorption peak and confirms that the 
560 K CO state is not derived from bulk 
carbon segregating to the surface during 
high-temperature water exposure. More- 
over, we find no evidence for surface impu- 
rities such as S or C in any of our experi- 
ments, but we cannot rule out small 
amounts of surface carbon (9) which might 
reduce the CO bond strength in coadsorp- 
tion (27). In any case surface carbon does 
not appear to be a prerequisite to the forma- 
tion of the high-temperature state. How- 
ever, the 560 K state is observed when a 
clean Ru(001) surface is left overnight at 
room temperature in an ambient of 5 x 
lo-lo Tot-r (mainly CO and Hz with a small 
amount of H,O). We speculate that this is 
the result of a slow reaction between ad- 
sorbed CO and background H,O. 
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FIG. 3. CO desorption from Ru(OO1) in a background 
of 1O-8 Torr of water. (A) was obtained by flashing to 
1600 K to remove adsorbed oxygen, cooling to 320 K 
in IO-* Torr of H*O, exposing to 15 L of CO, and 
flashing to 650 K. (B) was obtained immediately after 
(A) by cooling to 320 K, reexposing to 15 L of CO, and 
flashing. 

(560 K) has been reported by Fuggle e? al. 
(23) after electron beam damage of a CO- 
covered Ru(OO1) surface. These authors 
give a thorough discussion of this state and 
a similar state observed on tungsten 
(25, 26). It is thought that dissociated CO 
or at least a CO species with both strong 
metal-carbon and strong metal-oxygen in- 
teractions is involved. Electron beam-dam- 
aged CO/Ru(OOl) shows XPS and UPS fea- 
tures characteristic of chemisorbed oxygen 
just as observed here. We suggest then that 
chemisorbed oxygen formed by the elec- 
tron beam interaction may interact with 
coadsorbed CO to give the high-tempera- 
ture states. 

In a very interesting study on alumina- 
supported Ru, Low and Bell (I) find evi- 
dence for a high-temperature (-600 K) CO 
desorption state. Our results indicate that 
the formation of this state does not reauire 
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either high-pressure CO exposure or sup- 
ported Ru. Rather, it depends on the pres- 
ence of a certain undetermined surface 
structure. An important quantitative dis- 
tinction between the high-temperature 
states observed on single crystal and sup- 
ported Ru is the much higher relative inten- 
sity in the latter case; Low and Bell (I ) find 
more than half the CO desorbs in this state 
while we find only a few percent. 

We can only speculate about the differ- 
ences between the preadsorption of O2 and 
Hz0 in influencing the formation of the 
high-temperature CO desorption state. 
Subsurface oxygen is known to form at 
500 K on Ru(001) (12) and perhaps different 
structures are formed from H,O and Oz. 
Local surface order may also differ since O2 
delivers pairs of oxygen atoms. Small 
amounts of hydrogen dissolved in the sub- 
surface region might also play a role. In any 
event, we note that the catalytic methana- 
tion of CO typically involves a gas stream 
containing small amounts of H,O which 
could provide a small coverage of oxygen 
(in addition to that provided by the dispro- 
portionation of CO) and assist in the disso- 
ciation of adsorbed CO. 
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